
分析报告单

CERTIFICATE OF ANALYSIS

Name :iron oxide blue Date : Nov 29th,2019

检验项目

Inspection Item

技术指标

Standard

实测结果

Inspection Result

颜色与（标准样比较）

Tint(compared with standard sample)

近似~微

Approximate

近似

Approximate

相对着色力与（标准样比较）

Tinting Strength%(compared with

standard sample)

95~105 100

105℃挥发物（％）≤

Volatile% AT 105℃

1.0 0.5

水溶物（%）≤

Dissolve in Water %

0.5 0.3

水悬浮液 PH值

PH Value of suspension

5.0-7.0 7

筛余物(45μm筛孔)，%≤

Remainders of sifting

1.0 0.5

吸油量，g/100g

oil Absorption

25~35 32

铁含量以 Fe2O3(105℃烘干)表示%≥
Fe% as Fe3O4(Dried at 105℃)

88 89

Inspection Result: Qualify


